


Profiler Report - Project 36067

Inspected section details
Date Road Upstream Direction Downstream

Jan 12 2007 First avenue RP-39 <<< RP-40

Inspected section characteristic
Network type Material Nominal diameter (in) Measured diam. at the beginning (in) Length (ft)

Sewer Polypropylene 12.0 12.13 82.00
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Profiler Report - Project 36067

Observation(s)

No.
Deformation position Maximum deformation

Laser image Video image
Start (ft) End (ft) Length (ft) Position Max. Value

1
12.51 13.08 0.57 12.72 8.43 %

Comment :

2
14.72 15.63 0.91 15.08 8.95 %

Comment :

3
22.75 23.07 0.32 23.02 7.98 %

Comment :

4
39.89 40.72 0.83 40.38 9.37 %

Comment :

5
44.98 45.50 0.52 42.12 7.82 %

Comment :
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Profiler Report - Project 36067

Observation(s)

No.
Deformation position Maximum deformation

Laser image Video image
Start (ft) End (ft) Length (ft) Position Max. value

6
47.12 47.88 0.76 47.52 9.72 %

Comment : Joint possibly cause an over-estimation of the ovalisation

7
67.03 67.50 0.47 67.48 9.08 %

Comment : Joint possibly cause an over-estimation of the ovalisation

8
70.81 71.5 0.69 71.33 9.22 %

Comment : Joint possibly cause an over-estimation of the ovalisation

9
80.69 80.78 0.09 80.73 7.82 %

Comment :

10
83.96 84.71 0.75 84.45 9.01 %

Comment :
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